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MEASUREMENT OF WATER-CHANNEL GAPS 
IN EBWR CORE-I FUEL ELEMENTS 

by 

C. F . Reinke and W. N. Beck 

ABSTRACT 

An eddy-current technique was developed for m e a s 
uring water-channel gaps on EBWR Core-I fuel elements 
under water in the EBWR reactor vessel . Actual measure 
ments were made with a modified comtnercial eddy-current 
detection device before and after 100-Mw operation of the 
EBWR. Before high-power operation, the channels ranged 
from about 8.4 mm (0.330 in.) to greater than the reference 
value of 11.1 mm (0.438 in.). After 100-Mw operation, the 
minimum water gap was found to be about 10.2 mm (0.400 in.). 
The data indicate that swelling (if any occurred) was negligible 
and masked by a loss of oxide from the fuel-plate surfaces. 

INTRODUCTION 

plant. ( 
The EBWR is a complete, direct-cycle-loading, reactor power 

1) Core-I was fueled with plates of U-5 w/o Zr-1 .5 w/o Nb alloy 
jacketed with Zircaloy-2. The fuel 
elements (shown in Figure 1) are 
rectangular, box-like s t ructures 
200 cm (77.625 in.) long and 9.5 cm 
(3.75 in.) square. Each assembly 
contains six plates, 140 cm (54 in.) 
long, 9.2 cm (3.625 in.) wide, and 
either 5.4 mm (0.212 in.) or 7.1 mm 
(0.280 in.) thick. The plates, sepa
rated by nominal water channels of 
11.1 mm (0.438 in.) or 9.4 mm 
(0.370 in.), are held in place by 
perforated side plates. 

The condition of the Core-I 
fuel elements in the EBWR after 
operation to approximately 0.4 a /o 
burnup and before modification of the 
reactor for 100-Mw operation has 
been determined. '2) As part of the 
program to determine the condition 
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Figure 1. EBWR Core-I Fuel 
Element 





of the fuel elements, annealing studies were conducted of sections of i r 
radiated EBWR fuel plates. The data from these studies indicated that at 
the 0.4 a/o burn-up level, significant volume increases resulted within 
45 hours at 600''C. 

Information on the nature and extent of scale deposits on the fuel-
plate surfaces also has been obtained.(2,3) An evaluation of the X-ray 
diffraction and wet-chemical analyses indicates that the scale was p r i 
mari ly boehmite (AljOj-HjO). The thermal conductivity of the scale has 
been measured as 0.0076 ± 0.0016 watts/cm-°C.(3) Calculations of the 
maximum fuel-plate tempera tures during 100-Mw operation varied. 
Some calculations indicated these temperatures to be 600°C or above,(3) 
depending on the thickness and condition of the boehmite scale deposits . 
The effect of the scale on the fuel-plate tempera tures , when considered 
in conjunction with the fuel-swelling data, indicated a condition of possible 
difficulty during 100-Mw operation of the EBWR. 

It was expected that fuel-element difficulties, should they occur, 
would manifest themselves pr imari ly by decreasing the water channel be
tween fuel plates. It was thus thought advisable to develop a simple and 
rapid procedure for detecting any change in water-channel thickness in 
the fuel elements . Because of the expense and time involved in examining 
a fuel element in a hot cell, it was decided that any examination should be 
performed in the reactor tank. Thus, a probe was desired that could be 
indexed over, and driven into, the channel to be measured. The signal 
from the probe as it t raversed a channel was to be continuously recorded. 
Relative variations along each channel would be immediately apparent, and 
actual water-channel spacings could be obtained by comparing the chart 
values with a known standard. The measurements were to be taken before 
100-Mw operation, and then periodically throughout the remainder of 
Core-IA life as necessary . 

DESCRIPTION OF EQUIPMENT 

The design considerations in performing the channel-gap inspection 
of the EBWR fuel elements were centered around the accessibil i ty of the 
channels to be measured and the desired accuracy of the measurement . 
Figure 2 shows the fuel elements in position in the core, as viewed from 
the top of the reactor vessel . An i r radiated fuel element could be with
drawn from the reactor core to within 150 cm (60 in.) of the surface of 
the water. The water level could be raised to within 140 cm (54 in.) of the 
top of the centering ring. The portion of the fuel element which was to be 
inspected measured 140 cm (54 in.) in length. This meant that a remotely 
operated probe would have to be handled at a maximum distance of 4.3 m e 
te r s (14 ft.). A water-channel gap which had been reduced to near 7.6 mm 
(0.300 in.) was considered cr i t ical , and an accuracy of ±0.02 mm (±0.001 in.) 





was desired within the range of 7.6 to 8.1 mm (0.300 to 0.320 in.). The 
tolerance for the range 8.1 to 10.7 mm (0.320 to 0.420 in.) could be grea ter . 
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Figure 2. EBWR Core-I Fuel Elements in Position in 
Core, as Viewed from Top of Reactor Vessel 

Various techniques perhaps applicable to the inspection were: 

1. Ultrasonic pulse echo 

2. Surface-contacting measuring devices 
a. Manually operated extension micrometer 
b. Hydrostatically operated bellows located within channel 

c. Go-no-go gauges 

3. Eddy-current techniques 

4. Capacitance plate probe 

5. Strain-gauge probe 





The permiss ible probe thickness, as well as the calculated ac 
curacy, eliminated some techniques. The environmental conditions and 
a provision that a continuous full-length scan of the channel be made 
precluded the use of others . The method which appeared feasible was 
an eddy-current technique using a small coil imbedded in a waterproof 
housing. 

For this application, a commercial instrument was procured and 
modified to operate with a coil having 6.1-meter (20-ft.) extension leads. 
The coil, which was 3.2 mm (0.125 in.) in diameter, formed one leg of an 
LR bridge, and could be selectively oscillated between the frequencies of 
55 and 170 kilocycles. The principle of operation was the change in the 
impedance of the coil in the presence of a conductor, which affected the 
balance of the bridge circuit . This, in turn, caused a change of current 
flow in the circuit , which was detected by a meter and a str ip chart r e 
corder . The initial evaluation of the test method was performed on 
variable-spacing channel gaps assembled from unirradiated sections of 
EBWR fuel plates. The coil was affixed to one plate surface, and the ef
fect of the plate spacing in relation to oscillator frequency was measured. 
These tests were made in air as well as under water. 

The charac ter i s t ics of a coil in this application are such that the 
impedance will vary with changes in environmental temperature . The 
bulk-water temperature within the reactor vessel was known to be re la 
tively uniform, but gamma heat from an irradiated fuel element could 
produce a temperature gradient which would vary over the length of the 
channel. A sheathed thermocouple attached to an extension rod and a 
potentiometer permitted remote measurements of channel-gap tempera
tures . A calibration curve was made of the probe temperature in relation 
to the percentage e r r o r of the measurement . 

The swelling or bowing of the particular fuel plates was expected 
to be accentuated in the middle of a channel. The sensing coil was t he re 
fore centrally located in a 6.4-mm-thick Micarta block of sufficient width 
to guide against the side plates of the fuel element. (The probe is shown 
in Figure 3.) Two leaf springs forced the probe against one side on the 
channel. The measurement was, in essence, the water gap separating the 
sensing coil from the opposite plate. The leading and trailing edges of the 
probe were tapered to override undulations or scale formation on the plate. 
A ferr i te disc 0.5 mm (0.020 in.) thick, was used to isolate the coil from 
the plate contacting the probe surface. This disc served as a magnetic 
flux guide and minimized the lift-off effect if the probe straddled scale 
formations. 
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Figure 3. 

1.5X 

View of Probe Holder, Showing Spacer Springs, 
Guide Rods, and Sensing Probe 

The probe was driven vertically into the channels by two guide rods 
attached to a motor-driven scanner. The scanner (shown in Figure 4) was 
designed to be mounted over a hole in the reactor indexing shield plug, as 
shown in Figure 5. The two-directional motion was accomplished by a 
chain drive operating a yoke assembly on two guide bars . The yoke was 
the attachment for the probe extension rods. Positioning of two limit 
switches governed the length of travel and was preset to include the fueled 
portion of the plates which approximates 130 cm (51 in.). The scanner 
was fastened to a slide base plate and could be indexed horizontally over 
the desired channel to be probed. 

To verify the performance of the test apparatus, a full-scale unir
radiated fuel element was inspected. The fuel element was immersed in 
water, and the channels were scanned under conditions of variable probe-
driving speeds, water temperatures , and probe-spring p ressures . The 
recorded channel gaps were verified by using inside micrometers in
serted in the web openings of the element side plates. The scanning rate 
determined to be most suitable for the equipment was 2.5 cm (1 in.) per 
second. The chart speed selected was 1.3 cm (0.5 in.) per second. Re
producibility of the recordings was within 2.5% when repeated scans were 
made of the same channel at different t imes. The electronic equipment 
was operated with a stabilized power supply. Drift was only a minor 
problem as the circuit maintained calibration for periods in excess of 
four hours. A dummy standard probe was coupled to the circuit, and by 
periodically switching to this probe the calibration could be ascertained. 

Inspection of the full-size element and graduated mock-up channel 
gaps enabled the limits of confidence in the measured values to be es tab
lished. The probe was designed to provide maximum accuracy within 
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w a t e r c h a n n e l s of a p p r o x i m a t e l y 7.6 m m (0.299 in . ) . Wi th
in the r a n g e of 7.3 to 8.1 m m (0.290 to 0. 320 in . ) , the a c c u 
r a c y w a s wi th in ±0 .02 m m (0.001 in . ) . F r o m 8.1 to 9.4 m m 
(0.320 to 0.370 in . ) , the e r r o r was ±0 .1 m m (0.005 in); and 
f r o m 9.4 to 11.4 m m (0.370 to 0.450 in . ) , it was ±0 .6 m m 
(0 .025 i n . ) . A s e r i e s of t en c a l i b r a t i o n r u n s with w a t e r 
t e m p e r a t u r e s b e t w e e n 18 and 25°C ind i ca t ed that wi th in 
tha t t e m p e r a t u r e r a n g e the r e s p o n s e of the p r o b e was 
c o n s t a n t . 

E X P E R I M E N T A L P R O C E D U R E 

When p e r f o r m i n g the m e a s u r e m e n t s in the r e 
a c t o r , an e l e m e n t was w i t h d r a w n f r o m the c o r e and 
p l a c e d in a r a c k a d j a c e n t to the i n t e r i o r wal l of the r e 
a c t o r v e s s e l . The r e s p o n s e of the m e a s u r i n g p robe 
was t e m p e r a t u r e - d e p e n d e n t ; consequen t ly , the t e m p e r a 
t u r e wi th in a channe l was f i r s t m e a s u r e d with a c h r o m e l -
a l u m e l t h e r m o c o u p l e . As t h e r e was no d e t e c t a b l e g r a d i e n t 
a long a c h a n n e l , the p r o b e was then c a l i b r a t e d a t the 
m e a s u r e d t e m p e r a t u r e by m e a n s of a m i c r o m e t e r s t a n d 
a r d . The s t a n d a r d c o n s i s t e d of two s e c t i o n s of EBWR 
fuel p la te tha t could be ad ju s t ed for known s e p a r a t i o n b e 
tween the p l a t e s . 

Af te r c a l i b r a t i o n , the e q u i p m e n t was moun ted on 
the indexing plug a t a point above a pos i t ion ing r a c k 
holding the EBWR fuel e l e m e n t to be e x a m i n e d . The 
p r o b e h o l d e r was indexed o v e r , and d r i v e n into , the 
c h a n n e l to be m e a s u r e d . The s igna l 
f r o m the p r o b e , as i t t r a v e r s e d a c h a n 
ne l , was con t inuous ly r e c o r d e d . R e 
c o r d i n g s w e r e m a d e only when the p robe 
was t r a v e l i n g in an u p w a r d d i r e c t i o n so 
tha t the d r i v e r o d s w e r e pul l ing the 
p r o b e t h r o u g h the channe l . On the f i r s t 
e l e m e n t s , a g o - n o - g o gauge was i n t r o 
duced into the channe l to ver i fy a m i n 
i m u m d i m e n s i o n r e c o r d e d by the p r o b e . 
(An i r r a d i a t e d e l e m e n t m o u n t e d in the 
r a c k i s shown in F i g u r e 6.) Dupl ica te 
r u n s on s o m e c h a n n e l s i n d i c a t e d that 

Figure 4 
Channel-measuring Device and Associated Re
cording Equipment. (A mockup fuel element 
is shown in position relative to the probe.) 
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Figure 5 
Scanner Mounted on 
Index Plug of EBWR 
Reactor Vessel 

EI-1092 

EI-1096 

Figure 6. EBWR Core-I Fuel Element Mounted in Submerged Rack Inside 
Reactor Vessel. (Probe can be seen entering channel.) 
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reproduction of the measurements was within 2.5% on channels having gaps 
of about 10.2 mm. Relative variations along each channel were immediately 
apparent, and actual water-channel spacings were obtained by comparing the 
chart values with values obtained from the known standard. 

The probe was recal ibrated after each fuel element was scanned, or 
after a four-hour period of operation. As a test, the probe was permitted to 
remain within a channel for 14 hours. In rescanning this channel, it was found 
that the measurements could be duplicated. 

RESULTS AND DISCUSSION 

The application of an eddy-current probe technique to the m e a s u r e 
ment of channel gaps was demonstrated to be simple and capable of meeting 
the design requi rements . The desired maximum accuracy was prese t within 
an anticipated range which did not actually fall within channel-gap m e a s u r e 
ments of the i r radia ted elements . However, relocation of the coil could have 
yielded accurac ies of ±0.025 mm (0.001 in.), within any specified 0.76-mm 
(0.030-in.) range. 

The water-channel gaps on EBWR fuel elements ET-2, ET-5 , E T - U , 
ET-15, ET-31 , and ET-43 were measured. The ET designation identifies 
these assembl ies as enriched thin elements. The enrichment was a nominal 
1.4% U^^ .̂ Figure 1 gives the nominal fuel-plate and water-channel thick
nesses of the elements . These elements were selected for testing because 
they represented the maximum burn-up condition existing within the core 
before 100-Mw operation and would operate at the highest temperature dur
ing Core-IA operation. At least one such element was selected from each 
quadrant of the reactor . The channel measurements are tabulated in Tables I 
through VII. The values were determined at 5-cm (2-in.) increments along 
the channel length by comparing the chart values for each element with val
ues obtained from the known standard. Before 100-Mw operation, the chan
nels ranged from 8.4 mm (0.330 in.) to greater than the reference value of 
11.1 mm (0.438 in.). This sizable variation in channel spacing has been ob
served before.(2) It is attributed to misalignment between fuel plates and 
perforated side plates during welding of the element. 

After the fuel elements were measured, but before operation of 
Core-IA, the inside of the reactor vessel was modified and instrumented 
experiments were installed. These changes made it impract ical to remove 
elements ET-15 , ET-25, and ET-43 . Therefore only fuel elements ET-2 , 
E T - 5 , E T - 1 1 , and ET-31 could be remeasured after 100-Mw operation. The 
minimum water gap on the elements remeasured was found to be about 10.2 mm 
(0.400 in.). The before-and-after measurements of these elements a re com
pared in Tables I to IV. The data indicate that the general increase in water-
channel thickness agreed with observations by reactor personnel(4) that oxide 
spalling occurred during 100-Mw operation. Thus, the data indicate that 
swelling (if any occurred) was negligible and was masked by a loss of oxide 
scale from the fuel-plate surfaces. 
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Table I 

W A T E R - C H A N N E L DIMENSIONS ON EBWR F U E L E L E M E N T E T - 2 (in mm) 

Dis t . 
f rom 
T o p 

(cm) 

10 

15 

2 0 
2 5 

30 

3 5 

4 0 

4 5 

50 

5 5 

6 0 

6 5 

70 

7 5 

8 0 

8 5 
9 0 

9 5 

100 

1 0 5 

110 

1 1 5 
1 2 0 

1 2 5 

Channe 

Before 

£11.0 
=11.0 
-11 .0 
=11.0 
a i l . O 
a i l . O 
a i l . O 
=11.0 
=11.0 
=11,0 
=11.0 
=11.0 
a i l . O 
=11.0 
=11.0 
=11.0 
=11.0 
=11.0 

10.9 
=11.0 
=11.0 
=11.0 
=11.0 
211.0 

1 1 

After 

= 11.0 
a i l . O 
a i l . O 
a i l . O 
a i l . O 
=11.0 
a i l . O 
a i l . O 
a i l . O 
a i l . O 
=11.0 
a i l . O 
a i l . O 
a i l . O 
a i l . O 
=11.0 
211.0 
=11.0 
=11.0 
a i l . O 
=11.0 
a i l . O 
a i l . o 
a i l . O 

Channel 2 

Before 

a i l . O 
10.6 

a i l . O 
a i l . O 
a i l . O 
a i l . O 
= 11.0 

10.6 
a i l . O 

10.9 
a i l . O 
=11.0 
a i l . O 
a i l . O 
a i l . O 
=11.0 
a i l . O 
a i l . O 
a i l . O 
a i l . O 
a i l . O 
a i l . O 
a i l . O 

10.9 

After 

= 10.9 
10.8 

a i l . O 
a i l . O 
= 11.0 
= 11.0 
=11.0 
a i l . O 
a i l . O 
a i l . O 
£11.0 
=11.0 
=11.0 
=11.0 

10.5 
10.9 

£11.0 
£11.0 
£11.0 
a i l . O 
£11.0 
a i l . O 
a i l . O 
a i l . O 

Channe 

Before 

10.9 
10.8 

a i l .O 
£11.0 

10.9 
£11.0 

10.9 
£11.0 
a i l .O 
a i l .O 
a i l . O 
a i l . O 
£11.0 
a i l . O 

10.5 
10.5 

a i l . O 
a i l . O 

10.5 
10.3 

a i l . O 
a i l . O 

10.9 
10.9 

1 3 

After 

a i l . O 
10.8 

a i l . O 
a i l . O 

10.8 
10.9 

a i l . O 
a i l . O 
£11.0 
£11.0 
a i l . O 

10.7 
10.9 
10.4 

a i l . O 
10.8 

a i l . O 
a i l . O 
£11.0 
a i 1.0 
£11.0 
a i l . O 
a i l . O 
a i l . O 

Channe 

Before 

a i l . O 
£11.0 
a i l . O 
£11.0 
£11.0 
a l l . O 
a l l . o 
a i l . O 
£11.0 
£11.0 
£11.0 
a i l . O 
a l l . O 
a i l . O 
£11.0 
a i l . O 
a l l . O 
£11.0 
£11.0 
a i l . O 
£11.0 
£11.0 
a i l . O 
a l l . O 

1 4 

After 

£11.0 
a l l . O 
a i l . O 
£11.0 
a i l . O 
£11.0 
a l l . O 
a i l . O 
£11.0 
a i l . O 
a i l . O 
a i l . O 
a i l . o 
£11.0 
£11.0 
a i l . O 
£11.0 
a i l .O 
a i l . o 
a l l . o 
£11.0 
£11.0 
a i l . o 
a i l .O 

Channel 5 

Before 

£11.0 
£11.0 
a l l . O 
£11.0 
£11.0 
a i l . O 
£11.0 
a i l . o 
£11.0 
£11.0 
£11.0 
a i l .O 
£11.0 
£11.0 
a i l . O 
£11.0 
a i l .O 
a i l . o 
£11.0 
£11.0 
a i l . o 
£11.0 
a i l .O 
£11.0 

After 

£11.0 
a i l . O 
a l l . O 
£11.0 
a i l . O 
a l l . O 
£11.0 
a i l . O 
£11.0 
£11.0 
£11.0 
a i l . O 
£11.0 
£11.0 
a i l . O 
£11.0 
a i l . O 
a i l . O 
a i l . O 
£11.0 
a i l . O 
a i l . o 
a i l . o 
a i l . o 

Table II 

W A T E R - C H A N N E L DIMENSIONS ON EBWR F U E L E L E M E N T E T - 5 (in mm) 

Dis t . 

Top 
(cm) 

6 5 

85 
90 
95 

100 

no 
115 
120 
125 

Chann 

Before 

10.1 
10.1 

a i l . O 
=•11.0 
a i l . O 

10.9 
10.9 
10.5 
10.9 
10.9 

="I1.0 
a i l . O 
a i l . O 
a i l . O 
=•11.0 
=-11.0 
a i l . O 
=-I1.0 
=»11.0 
»11.0 

10.5 
10.6 
10.3 

el I 

After 

a i l . O 
£11.0 
£11.0 
£11.0 
a i l . O 
a l l . o 
a i l . O 
£11.0 
a i l .O 
a l l . O 
£11.0 
=-II.O 
£11.0 
£11.0 
£11.0 
£11.0 
£11.0 
£11.0 
£11.0 
a i l . o 
£11.0 
a l l . O 
a l l . O 
£11.0 

Channel 2 

Before 

10.0 
9 . 6 

9 . 8 

10.0 
9 . 5 

9 . 3 

9 . 5 

9 . 5 

9 . 5 

9 . 5 

10.6 
10.4 

9 . 9 
9 . 8 

10.3 
10.Z 

9 . 8 

9 . 6 
9 . 7 

10.8 
9 . 8 

9 . 8 

£11.0 
£11.0 

After 

10,9 
10.9 

a i l . O 
£11.0 
a i l . O 

10.0 
10.7 
10.9 
10.5 

a i l . O 
£11.0 
£11.0 
a i l . O 
£11.0 
a i l .O 

10.9 
10.7 
10.9 

£11.0 
£11.0 
a i l . o 
a i l . o 
a i l . o 
a i l . o 

C h a 

Before 

10.9 
a l l . O 
£11.0 
a i l . O 
£11.0 
£11.0 
a i l . o 
£11.0 
£11.0 
£11.0 
£11.0 
a i l . O 
a i l . O 
a i l . o 
a i l . o 
£11.0 
£11.0 
a i l . O 
£11.0 
£11.0 
a i l . O 
a l l . O 
a l l . o 
a i l . O 

nnel 3 

After 

a i l . O 
a n 

a n 

a n 

a n 
an 
an 
an 
£ 1 1 

£ 1 1 

£ 1 1 

£ 1 1 

£ 1 1 

a n 
a n 
an 
an 
a n 
a n 
an 
an 
£ 1 1 

an 
£ 1 1 

0 

0 

0 

0 

0 

0 

0 

0 

0 

0 

0 

0 

0 

0 

0 

0 

0 

0 

0 

0 

0 

.0 

0 

Channel 4 

Before 

10.5 
10.1 

a l l . o 
£11.0 
a i l . o 
£11.0 
a l l . o 

10.9 
a l l .O 
a i l . o 

10.5 
a i l .O 
£11.0 
£11.0 
£11.0 
a i l . o 
£11.0 
£11.0 
a i l . o 
a i l .O 

10.4 
a i l .O 
a i l .O 
a i l .O 

After 

a i l .O 
£11.0 
£11.0 
a i l . o 
a i l .O 
a i l . o 
a i l . o 
a n . O 
£11.0 
£11.0 
a i l .O 
a i l .O 
a n . O 
£11.0 
a n . O 
a n . O 
a n . O 
£11.0 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 

Channel 5 

Before 

9 . 8 

9 . 6 

10.0 
10.7 
10.1 
10.1 
10.3 
10.0 
10.1 

9 . 8 

10.3 
9 . 9 

a n . O 
a n . O 

9 . 9 

9 . 9 

10.5 
9 . 6 

9 . 8 

9 . 6 

£11.0 
10.6 

£11.0 
10.5 

After 

10,5 

a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
£11.0 
a n . O 
£11.0 
a n . O 
a n . O 
£11.0 
a n . O 
£11.0 
£11.0 
a n . O 
=11.0 
=11.0 
a n . O 
=11.0 
a n . O 
a n . O 
a i l . o 
£11.0 



4 

4 

4 

i 

4 
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Table III 

W A T E R - C H A N N E L DIMENSIONS ON EBWR F U E L E L E M E N T E T - 1 1 (in m m ) 

Dis t . 
f rom 
T o p 

(cm) 

10 

15 
2 0 

2 5 

30 

3 5 

4 0 

4 5 
50 

5 5 
6 0 

6 5 

70 

7 5 

80 

8 5 

9 0 

9 5 

100 

1 0 5 

no 
1 1 5 

120 

1 2 5 

Channel 1 

Before 

10.4 
£11.0 
a n . O 
a n . O 
a n . O 
£11.0 
a n . O 
a n . O 

10.6 
£11.0 
a n . O 

10.9 
£11.0 

10.4 
a n . O 
£11.0 
£11.0 
£11.0 
£11.0 
£11.0 
£11.0 
£11.0 
a i l . O 
an.O 

After 

a l l . O 
£ l l . O 

an.O 
£11.0 
all.o 
a l l . O 
a l l . O 
£11.0 
an.O 
£11.0 
a l l . o 
an.O 
ail.o 
£11.0 
£11.0 
£11.0 
£11.0 
£11.0 
a n . O 
a l l . o 
a n . O 
a l l . o 
£11.0 
£11.0 

Channel 2 

Before 

10.5 
10.4 
10.9 

a i l . O 
£11.0 
£11.0 

10.9 
£11.0 
a n . O 
a n . O 
£11.0 
a n . O 
£11.0 
£11.0 
a n . O 
£11.0 
a n . O 
£11.0 
£11.0 
£11.0 
a i l . o 

10.9 
an.O 
an.O 

After 

10.6 

an.O 
£11.0 
£11.0 
an.O 
an.O 
£11.0 

an.O 
an.O 
£11.0 
a l l . o 

an.O 
an.O 
a l l . o 
£11.0 
a n . O 
a n . O 
a n . O 
a n . O 
a l l . o 
a l l . o 
£11.0 
a n . O 
a n . O 

Channel 3 

Before 

£11.0 
a n . O 
a n . O 
a n . O 
£11.0 
£11.0 
£11.0 
£11.0 
a n . O 
£11.0 
a n . O 
£11.0 
a n . O 
£11.0 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
£11.0 
£11.0 
£11.0 
a n . O 
a n . O 

After 

an.O 
£11.0 

an.O 
an.O 
an.O 
£11.0 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
£11.0 
a n . O 
a n . O 
£11.0 
a n . O 
£11.0 
£11.0 
a n . O 
£11.0 
£11.0 
a n . O 
a n . O 
a n . O 

Channel 4 

Before 

a n . O 
£l l .O 
£11.0 
£11.0 

an.O 
an.O 
an.O 
£11.0 
a l l . o 
a n . O 
£11.0 

an.O 
£11.0 

an.O 
£11.0 

an.O 
£11.0 
£11.0 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
a l l . o 

After 

£11.0 
£11.0 

an.O 
£11.0 

an.O 
£11.0 

an.O 
£11.0 

an.O 
£11.0 
a n . O 
a n . O 
a n . O 
a n . O 
£11.0 
a n . O 
a n . O 
£11.0 
£11.0 
a n . O 
a n . O 
£11.0 
a n . O 
£11.0 

Channel 5 

Before 

a n . O 
10.5 

£11.0 
a n . O 
a n . O 
£11.0 
a n . O 

10.7 
a n . O 
£11.0 
£11.0 
£11.0 
£11.0 
a n . O 
a l l . o 

10.7 
10.3 
10.9 

a l l . o 
10.1 
10.0 
10.6 
10.2 
10.0 

After 

£11.0 
a n . O 
a n . O 
a n . O 
a n . O 
a l l . o 
£11.0 
a l l . o 
a n . O 
£11.0 
£11.0 
£11,0 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
£11.0 
a n . O 
£11.0 
£11.0 
£11.0 

Table IV 

W A T E R - C H A N N E L DIMENSIONS ON EBWR F U E L E L E M E N T E T - 3 1 (in mm) 

Dis t . 

T o p 

10 
1 5 
2 0 

2 5 

30 
3 5 

4 0 

4 5 

50 
55 
60 
65 
70 
7 5 

80 
85 
90 
95 

100 
1 0 5 

110 
115 
120 
125 

Channel 1 

Before 

9.9 
9 . 8 

10.1 
10.2 
10.5 
10.5 
10.9 
10.6 
10.1 

9 . 6 

9 . 6 

9 . 6 

9 . 6 

10.1 
10.7 
10.0 
10.2 
10.9 
10.9 
10.7 
10.6 
10.6 
10.2 

9 , 7 

After 

a l l . O 
£ l l . O 
an.O 
an.O 
£11 .0 
a n . O 
a l l . o 

10.9 
10.5 
10.1 
10.7 
10.2 

211.0 
a n . O 
a n . O 

10.9 
a l l . o 

10.8 
£11.0 

an.O 
an.O 

10.2 
10.5 
10.4 

Channel 2 

Before 

10.2 
10.3 

a n . O 
an.O 
an.O 
an.O 
£11.0 
an.O 
£11.0 
an.O 
£11.0 
an.O 
£11.0 
£11.0 
an.O 
an.O 
£11.0 
£n.o 
£11.0 

an.O 
£11,0 

an.O 
an.O 
£11.0 

After 

£11.0 
£11.0 
£11.0 
a l l . o 
a l l . o 
a n . O 
£11.0 
a l l . o 
£11.0 
a l l . o 
a l l . o 
£11 .0 
£11.0 
an.O 
£ l l . 0 
an.O 
£11.0 
an.O 
an.O 
£11.0 

an.O 
an.O 
an.O 
an.O 

Channel 3 

Before 

10.5 

an.O 
£11.0 
£11.0 

all.o 
£11.0 
a n . O 
a l l . o 
a l l . o 
a n . O 
a l l . o 
£11.0 

an.O 
an.O 
£11.0 
£11.0 
£11.0 
£11.0 

an.O 
£11.0 

an.O 
£11.0 
£11.0 
a n . O 

After 

an.O 
£11.0 
£11.0 

an.O 
an.O 
an.O 
£11.0 
£11.0 

an.O 
an.O 
an.O 
£11.0 

an.O 
£11.0 
£11.0 

an.O 
£11.0 

an.O 
an.O 
£11.0 
£11.0 
£11.0 

an.O 
£11.0 

Channel 4 

Before 

10.7 
10.9 

a l l . o 
a i l . o 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
a l l . o 
£11.0 
£11.0 
a n . O 
£11.0 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
£11.0 
£11.0 
a n . O 
a n . O 

Afte r 

£11.0 

a n . 
10 

10 

10 

10 

10 

10 

10 

10 

10 

10 

10 

10 

10 

10 

10 

10 

10 

10 

10 
10 

10 

10 

0 

9 

9 

9 

9 

9 

9 

9 

9 

9 

9 

9 

9 

9 

9 

9 

9 

9 

. 9 

.9 

.9 

. 9 

. 9 

Chann 

Before 

a n . O 

a n . O 
£11.0 
£11.0 
£11.0 
£11.0 
£11.0 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
£11.0 
a n . O 
a n . O 
a i l . o 
£11.0 
a n . O 
£11.0 
a n . O 
a n . O 
a n . O 
a n . O 
£11.0 

el 5 

After 

an.O 
£11.0 
£11.0 

an.O 
£11.0 
£11.0 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
£11.0 
£11.0 
£11.0 
a n . O 
£11.0 
£11.0 
£11.0 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
a n . O 
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W A T E R - C H A N N E L DIMENSIONS ON EBWR F U E L E L E M E N T E T - 1 5 
B E F O R E 100-Mw OPERATION {in mm) 

Dis t . 
f rom 
Top 
(cm) 

10 
15 
20 
25 
30 
35 
40 
45 
50 
55 
60 
65 

I 

>11.1 
10.8 
10.5 
11.1 
11.0 
10.5 
10.4 
10.9 
10.3 
10.1 
9.8 
9.8 

2 

11.1 
10.5 
10.5 
10.7 
10.5 
10.3 
10.3 
10.3 
10.1 
10.0 
9.8 
9.7 

Channel* 

3 

>I1.1 
11.1 
n.o 
10.8 
10.6 
10.8 
10.7 
11.0 
10.8 
10.8 
10.7 
10.6 

4 

10.7 
10.3 
10.2 
10.3 
10.3 
10.3 
10.4 
10.4 
10.5 
10.3 
10.5 
10.6 

5 

> n . i 
>11.I 
> n . i 
> i i . i 
> i i . i 
> i i . i 
> n . i 
> n . i 
> n . i 
> i i . i 
> i i . i 
> i i . i 

Dis t . 
f rom 
Top 
(cm) 

70 
75 
80 
85 
90 
95 

100 
105 
n o 
115 
120 
125 

1 

9.6 
9.3 
9.3 
9.3 
9.2 
9.2 
9.2 
9.1 
9.4 
9.2 
9.7 
9.6 

2 

9.6 
9.8 
9.3 
9.4 
9.3 
9.2 
9.4 
9.3 
9.8 
9.3 
9.6 
9.4 

Channel* 

3 

10.3 
10.0 
10.0 

9.9 
9.9 

10.1 
10.1 
10.0 
10.1 
10.1 
10.3 
10.3 

4 

10.6 
10.0 
10.2 
10.0 
10.0 
10.1 
10.1 
10.0 
10.0 

9.8 
10.3 
10.1 

5 

>I1.1 
>11.1 
> I I . l 
>I1.1 
>I1.1 
M l . l 

>n.i 
> i i . i 
> i i . i 
> i i . i 
> i i . i 
> i i . i 

• C h a n n e l 5 was des igna ted a s the one below the ident i f icat ion tab in the top end fit t ing. The 
o the r channe l s a r e r e f e r e n c e d f rom channel 5. 

T a b l e VI 

W A T E R - C H A N N E L DIMENSIONS ON E B W R F U E L E L E M E N T E T - 2 5 
B E F O R E 100-Mw O P E R A T I O N (in m m ) 

D i s t . 
f r o m 
T o p 
(cm) 

10 
15 
20 
25 
30 
35 
40 
45 
50 
55 
60 
65 

1 

>11 
>11 
>11 
>11 
>11 
>11 
>11 
>11 
>1I 
>11 
>11 
>11 

2 

1 8.7 
1 8.7 
1 8.7 
1 8.9 
1 8.7 
1 9.1 
1 8.9 
1 9.1 
1 9.2 
1 9.5 
I 9.3 
I 9.0 

Channe 

3 

8.6 
8 
8 
8 
8 
8 
8 
8 
8 
9 
8 
8 

5 
5 
6 
6 
8 
8 
8 
8 
0 
4 
7 

* 
4 

>11 
>11 
>11 
>11 
>11 
>11 
>11 
>11 
>11 
>11 
>11 
>11 

5 

1 9.2 
1 9.2 
1 9.2 
1 9.6 
1 10.7 
1 >11.1 
1 >11.1 
1 > l l . l 
1 >11.1 
1 > l l . l 
I > I I . l 
1 >11.1 

D i s t . 
f r o m 
Top 
(cm) 

70 
75 
80 
85 
90 
95 

100 
105 
110 
115 
120 
125 

1 

> I I . 
>11. 
>11. 
>11. 
>11. 
>11. 
>11. 
>11. 
>11. 
> I 1 . 
>11. 
> I 1 . 

2 

1 9.0 
1 8 
1 8 
1 8 
1 8 
I 8 
1 8 
1 8 
1 9 
1 9 
1 8 
1 8 

6 
7 
7 
4 
9 
5 
6 
6 
3 
8 
7 

Channe 

3 

8.9 
9 
9 
9 
8 
8 
8 
8 
8 
8 
8 
8 

3 
2 
3 
5 
5 
4 
6 
4 
9 
8 
8 

* 
4 

> n . i 
> i i . i 
> i i . i 
> i i . i 
> i i . i 
> i i . i 
> i i . i 
> i i . i 
> i i . i 
> i i . i 
> i i . i 
> i i . i 

5 

>11.1 
>11.1 

10.6 
10.2 
10.0 
10.3 
10.1 
10.7 
10.0 

9.8 
10.5 
10.1 

• C h a n n e l 5 w a s d e s i g n a t e d a s the one be low the i d e n t i f i c a t i o n tab in the top end f i t t ing . The 
o t h e r c h a n n e l s a r e r e f e r e n c e d f r o m c h a n n e l 5. 
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Dis t . 
f r o m 
T o p 

(cm) 

10 

15 

20 

25 

30 

35 

40 

45 

50 

55 

60 

65 

1 

9 .2 

9 .2 

9 . 1 

9 .2 

9 . 3 

9 . 3 

9 .4 

9 . 4 

9 .7 

10.2 
>11.1 

9 . 4 

C h a 

2 

9 .6 

9 .4 

9 . 4 

9 .6 

9 .6 

10.2 
10.3 

>11.1 
>11.1 
M l . l 

11.0 
9.7 

nnel* 

3 

9.2 

9 .3 

9 .3 

9 .3 

9.7 

9 .4 

9 .3 

9 .3 

9 .3 

9 .6 

9 .6 

9.7 

4 

9 .8 

9 

9 

9 

9 

9 

9 

9 

9 

9 

9 

9 

4 

3 

4 

5 

6 

5 

6 

7 

8 

8 

9 

5 

9.5 

9 .3 

9 .2 

9 .4 

9 .3 

9 .4 

9 .4 

9 .4 

9.7 

10.3 
9 .4 

9 .1 

Dis t . 
f r o m 
Top 
(cm) 

70 

75 

80 

85 

90 

95 

100 

105 

110 

115 

120 

125 

1 

9.2 

9 

9 
8 

8 

9 

9 

9 

9 

9 
10 

9 

0 

2 

9 

9 
4 

3 

2 

2 

8 

2 

8 

2 

9.8 

>11.1 
> I I . I 
>11.1 

9.5 

10.1 
10.2 

> I1 .1 
>11.1 
>11.1 
>11.1 
>11.1 

Channel* 

3 

9 .1 

9 

9 

9 

9 

9 

9 

9 

9 

9 

9 

9 

6 

7 

6 

7 

6 

7 

6 

5 

5 

4 

4 

4 

10.0 
10.2 
10.2 
10.3 
10.3 
10.5 
10.3 
10.2 
10.2 

9.8 

9 .7 

9 .8 

5 

9.0 

9 .5 

9 .0 

8 .9 

8 .9 
9 .4 

9 .5 

9 . 1 
9 .0 

9 . 1 
9 .8 

10.2 

•Channel 5 was designated as the one below the identification tab in the top end fitting, 
other channels are referenced from channel 5. 

CONCLUSIONS 

1. Water-channel gaps on fuel elements, measured before 
100-Mw operation of the EBWR, ranged from 8.4 mm (0.330 in.) to 
greater than the reference value of 11.1 mm (0.438 in.). 

2. After 100-Mw operation, the minimum water channel on r e 
measured fuel elements was found to be 10.2 mm (0.400 in.). 

3. Swelling (if any occurred) was negligible and was masked by 
a loss of oxide scale from the fuel-plate surfaces. 

4. The eddy-current technique, as applied to the measurement 
of water-channel gaps, was demonstrated to be simple and capable of 
meeting the design requirements . 
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